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Average Weight : 15.517324 g
Component weight /
Component Substance Description CAS # or Description % of component Use in product substance weight (in Component % of total
grams)
- . 0.939610 6.06%
Silicon die Silicon 7440213 100.00 basis 0.939610
0.028191 0.18%
Bump Tin 7440-31-5 98.20 basis 0.027684
Silver 7440-22-4 1.80 basis 0.000507
0.106900 0.69%
Bisphenol F type liquid 9003-36-5 15.00 basis 0.016035
epoxy resin
1,6-Bis(2,3- 27610-48-6 10.00 basis 0.010690
epoxypropoxy)naphthalene
Underfill Bisphenol A type liquid 25068-38-6 5.00 basis 0.005345
epoxy resin
Amine type hardener trade secret 10.00 basis 0.010690
Silicon dioxide 60676-86-0 58.00 filler 0.062002
Carbon black 1333-86-4 1.00 color agent 0.001069
Additives trade secret 1.00 additives 0.001069
0.006839 0.04%
Tin 7440-31-5 85.40 metal 0.005841
Solder paste Silver 7440-22-4 2.66 metal 0.000182
Copper 7440-50-8 0.44 metal 0.000030
Additives Trade secret 11.50 flux 0.000786
0.056000 0.36%
BaTiO3 type 1304-28-5 34.54 Ceramic 0.019342
Titanium dioxide 13463-67-7 17.27 0.009671
Misc - 5.76 0.003226
Capacitor 1 Nickel 7440-02-0 31.90 Inner Electrode 0.017864
Copper 7440-50-8 8.52 Outer Electrode 0.004771
Silicon dioxide 7631-86-9 0.76 0.000426
diboron trioxide; boric 1303-86-2 0.19 0.000106
Nickel 7440-02-0 0.29 Platingl 0.000162
Tin 7440-31-5 0.77 Plating2 0.000431
0.074100 0.48%
BaTiO3 type 12047-27-7 67.40 Ceramic 0.049943
Capacitor2 Nickel 7440-02-0 17.00 Inner Electrode 0.012597
Copper 7440-50-8 13.80 Outer Electrode 0.010226
Nickel 7440-02-0 0.50 Platingl 0.000371
Tin 7440-31-5 1.30 Plating2 0.000963
7.463100 48.10%
Heat sink Copper 7440-50-8 98.35 Main material 7.339959
Nickel 7440-02-0 1.65 Main material 0.123141
0.245000 1.58%
Heat sink adhesive Alulrjniniurr? IO)_(Iide Al203 - 70.00 Main material 0.171500
_ Dimethy! siloxane, 68083-19-2 30.00 Main material 0.073500
dimethylvinyl-terminated
1.469408 9.47%
Solder ball '_I'in 7440-31-5 96.50 Main mater?al 1.417979
Silver 7440-22-4 3.00 Main material 0.044082
Copper 7440-50-8 0.50 Main material 0.007347
5.128176 33.05%
Copper 7440-50-8 31.28 1.604228 100.00%
Tin 7440-31-5 0.69 0.035248
Silver 7440-22-4 0.02 0.001096
Substrate Core N/A 52.39 2.686800
PP N/A 4.68 0.240231
ABF N/A 9.34 0.478909
Solder Mask N/A 1.59 0.081664
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Notice of Disclaimer

Xilinx regards this materials data to be correct but makes no guarantee as to its accuracy or completeness, including, but not limited to, with respect to its compliance with applicable environmental
laws and regulations. Xilinx subcontracts the production, test and assembly of hardware devices to independent third-party vendors and materials suppliers (“Contractors”). All data provided hereunder
is based on information received from Contractors. Xilinx has not independently verified the accuracy or completeness of this information which is provided solely for your reference in connection with

the use of Xilinx products.
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