
PK214 (v1.0) January 15, 2007 www.xilinx.com     1 
  

© 2007 Xilinx, Inc. All rights reserved. All Xilinx trademarks, registered trademarks, patents, and disclaimers are as listed at http://www.xilinx.com/legal.htm.  
All other trademarks and registered trademarks are the property of their respective owners. All specifications are subject to change without notice.  

Xilinx believes this environmental information to be correct, but cannot guarantee its completeness or accuracy as it is based on data received from sources outside our company. 

 

 

 

100% Material Declaration  
Data Sheet 
BGG256 

PK214 (v1.0) January 15, 2007 Material Declaration Data Sheet

 

Average Weight: 2.7915 g 
Component Substance 

Description 
CAS# or 

Description 
% of 

Component 
Use in Product Component Weight/ 

Substance Weight  
(in grams) 

Component % 
of Total 

Silicon Die     0.0597 2.14% 

 Silicon 7440-21-3 100.00  0.0597  

Die Attach 

Material 
     0.0062 0.22% 

 Resin Trade Secret 22.00  0.0014  

 Silver 7440-22-4 78.00  0.0048  

Mold 

Compound 
      1.0962 39.27% 

 Resin Trade Secret 12.00  0.1315  

 Silica 60676-86-0 88.00 Filler 0.9647  

Laminate      1.1401 40.84% 

 Bismaleimide / 
Triazine 

13676-54-6 / 
225722-66-1 

9.36   0.1067  

 Glass fiber 65997-17-3 39.89  0.4547  

 Epoxy resin 68541-56-0 / 
29690-82-2 / 
25068-38-6 

7.70  0.0878  

 Copper 7440-50-8 40.90 Metal Layer 0.4662  

 Nickel 7440-02-0 1.80 Metal Layer 0.0206  

 Gold 7440-57-5 0.36 Metal Layer 0.0041  

Wire      0.0212 0.76% 

 Gold 7440-57-5 100.00  0.0212  

Solder Balls     0.4681 16.77% 

 Tin 7440-31-5 95.50  0.4470  

 Silver  7440-22-4 4.0  0.0187  

 Copper  7440-50-8 0.5  0.0023  
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